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IMPORTANT NOTE:  That by submitting samples for testing YOU AGREE that the resulting testing shall be performed under our terms and 
conditions for testing and consulting services: www.awtaproducttesting.com.au/index.php/about/terms-and-conditions 
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AUSTRALIAN CARPET 
CLASSIFICATION 
SCHEME (ACCS) 
PACKAGE TESTING 
 
 
 
 
 
 
 
 
To meet the requirements of the current ACCS guidelines, AWTA Product Testing offers package deals to 
cover all tests required for grading under the scheme. 
 

P003 - ACCS QA Testing P007 – ACCS Grading Full Specification 

T32R Surface Pile Mass at Commercial 
Allowance 

T33B  Pile Thickness 
T40A  Stitch Density 
T44D2  Hexapod Tumbler Test 
 

T31  Extractable Matter 
T32R Surface Pile Mass at Commercial 

Allowance 
T33B  Pile Thickness 
T40A  Stitch Density 
T44D2  Hexapod Tumbler Test 
T45A  Flammability Methanamine Pill Test 
 

 
Sample size:  1.5 square metres or 8 

(50x50cm) carpet tiles 
 

 
Sample size:  2 square metres or 10 

(50x50cm) carpet tiles 
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